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Abstract    

In this paper, the dynamic behaviour of cement mortars reinforced with both glass and basalt fibres is 

studied. The influence of the addition of both types of fibre on energy absorption and tensile strength at high 

strain-rate was investigated, and the performance of the two types of fibre-reinforced mortar was compared. 

For this aim, basalt and glass fibres with same diameter and length were used. Static tests in compression, 

in tension and in bending were first performed. Dynamic tests by means of a Modified Hopkinson Bar were 

then carried out in order to investigate how glass and basalt fibres affected energy absorption and tensile 

strength of the fibre reinforced mortar at high strain-rate. The Dynamic Increase Factor (DIF) was finally 

evaluated. The experimental results show that DIF is not significantly affected by the addition of basalt and 

glass fibres, while energy absorption at high strain rate is significantly increased by the addition of glass 

fibres and only slightly increased by the addition of basalt fibres. 
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1. Introduction 

Even if the use of glass fibres to reinforce concrete was first proposed in Russia before the 2-nd World War, 

the industrial use of Glass Fibre Reinforced Concrete (GFRC) dates back to the 1970’s, after the 

development by Pilkington Corporation in 1967 of a suitable formulation to produce Alkali-Resistant glass 

fibres containing zirconia [1].  

Nowadays glass fibres with improved alkali resistance allow a structural use of GFRC [2-3], otherwise limited 

by the embrittlement of glass fibres caused by the alkaline environment of the Portland cement paste. 

Therefore, GFRC was extensively used in the industrial production of prefabricated elements, especially 

precast façade panels. 

While many articles describe the static behaviour of GFRC, its dynamic behaviour has been much less 

studied. A reference study on toughness and impact tests on GFRC panels was carried out by Mobasher 

and Shah [4]. 

Glinicki et al [5] studied impact on GFRC plate specimens through the drop weight instrumented test device 

that allowed to detect the maximum impact load, the energy absorbed up to the maximum load, and the 

energy absorbed up to total failure, thus obtaining an impact-to-static energy absorption ratio falling within 

the range 1.7–1.8 for the GFRC plate elements considered. 

The impact behaviour of facade panels made of GFRC was investigated by Enfedaque et al. [6] by shooting 

steel spheres with high velocity on square samples of different GFRC panels, and by then calculating energy 

absorption as the kinetic energy difference of the projectile before and after impact. 

Yldirim et al. [7] studied the impact behaviour of different Fibre Reinforced Concretes (FRC) including GFRC. 

Using practically the same drop-weight method of ACI 544 2R-89 [8], impact tests were performed time after 

time on cubical FRC samples with side 100 mm until failure occurred. Glass fibres were shown to be as 

effective as steel fibres and more effective than polypropylene fibres to prevent first cracking. Samples 

reinforced with steel fibres needed a much higher number of impact tests until failure occurred with respect 

to samples reinforced with glass and polypropylene fibres, that both needed almost the same number of 

impacts to reach failure. Adding glass fibres to steel fibres was very effective to delay failure, better than 

adding polypropylene fibres.  

Sangeetha [9] studied the favourable effect of additives such as superplasticizer, air retaining agent and 

retarder on impact strength of GFRC plates.  
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Comparison of the characteristics of glass and basalt fibres has been done in few articles. Wei et al. [10] 

studied their differences in terms of environmental resistance and mechanical performance, finding that 

basalt fibres are in general suitable for being used in both acid and alkali environments, but acid resistance 

of glass fibres is much less than that of basalt fibres. 

Basalt fibres are suitably used to reinforce concrete panels and domes. Monolithic domes made of concrete 

reinforced with basalt fibres have been successfully built using a technology developed by the Monolithic 

Dome Institut [11]. The use of basalt fibres is suitable in concrete structures subjected to fire (i.e. to reinforce 

concrete segments for tunnelling) because of the high melt-point of basalt (see Table 1). In fact, a common 

use of basalt fibres is in the fire protection sector. Ipbüker et al. [12] studied cement–basalt mixtures for their 

radiation shielding properties, finding that basalt fibre has good potential as an addition to heavyweight 

concrete because, while improving its mechanical properties in terms of strength and toughness, does not 

reduce shielding against gamma and neutron radiation for long-term applications in nuclear energy industry. 

Concrete beams and panels, as well as industrial and road pavements reinforced with basalt rebar have 

been recently realized [13]. Since it does not rust, is particularly suitable for environments where corrosion is 

a continuous concern. Moreover, it is 89% percent lighter than steel, that is an important feature for 

developing its use in civil engineering: for instance, one man can easily lift a 150 m coil of basalt rebar 10 

mm in diameter. 

Static behaviour of Basalt Fibre Reinforced Concrete (BFRC) is less known than that of GFRC. A reference 

study was carried out by Felicetti et al. [14]. Sim et al. [15] and Jiang et al. [16] investigated basalt fibre as a 

strengthening material for concrete structures and observed that, besides increasing tensile strength and 

toughness of concrete, have good resistance to chemical attack, even if Sim et al. [14]  observed that also 

basalt fibres are sensitive to alkali attack, although less sensitive than glass fibres. Also, Kabay [17]  studied 

the use of basalt fibres in increasing tensile strength and fracture energy of concrete, together with 

resistance to abrasion, also finding that the addition of basalt fibres resulted in reduction in the compressive 

strength. Tehmina Ayub et al. [18] studied the use of basalt fibres together with silica fume or met kaolin in 

preparing High Performance Fibre Reinforced Concrete HPFRC. Santarelli et al. [19] proposed lime-based 

mortars reinforced with basalt fibres as a possible bio-based material for ancient masonry restoration. 

While noting that not only glass but also basalt fibres are sensible to alkali attack, Lipatov et al. [20] studied 

basalt fibres produced with appropriate zirconia content (using ZrSiO4 as a zirconium source) to improve 
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their resistance to alkali attack, thus improving also in the long-term the mechanical properties of BFRC 

through highly reducing fibre corrosion in the cementitious matrix. 

Moreover, very few articles on the dynamic behaviour of BFRC can be mentioned. Lai and Sun [21] studied 

the dynamic behaviour of Ultra-High Performance Cementitious Composites (UHPCC) reinforced by only 

steel fibres and by hybrid fibres, the latter consisting of basalt fibres or polyvinyl alcohol (PVA) fibres added 

to steel fibres. The addition of basalt fibres showed to be effective on improving impact strength of UHPCC, 

but less effective than the addition of the same percentage of PVA fibres.  

Strain-rate behaviour of a basalt fibre reinforced mortar was investigated by Asprone et al. [22] by means of 

dynamic tests at medium (0.5÷3.0 s
-1

) and high strain rate (50÷90 s
-1

) carried out, respectively, through a 

Hydro-Pneumatic Machine and a Modified Tensile Hopkinson Bar device. Fracture energy obtained from 

dynamic tests was shown to be higher than that obtained from quasi-static tests, and the Dynamic Increase 

Factor (DIF) for tensile strength was shown to be increased by increasing values of strain rate.  

Lai et al. [23] showed that resistance to repeated penetration and different depth explosion in Ultra High 

Performance Concrete (UHPC) is improved significantly by hybrid reinforcement of steel and basalt fibres. 

In this paper the different performances under dynamic loading of mortars reinforced with glass and basalt 

fibres were compared. The dynamic behaviour in tension of both types of fibre reinforced mortar was 

investigated. Dynamic tensile tests at high strain rate were performed by means of a Modified Tensile 

Hopkinson Bar device. Since the specimen diameter was 20 mm (depending on the size of the heads of the 

Modified Tensile Hopkinson Bar device), fine aggregates were used, thus suggesting to carry out the 

experimental study on mortar specimens and not on concrete specimens.  

Also, reference static tests to evaluate flexural, compressive, and tensile strength (the latter to be compared 

with dynamic tensile strength through the Dynamic Increase Factor) were carried out on both types of mortar. 

To allow to compare the performance in reinforcing mortar of the two types of fibre, specimens reinforced 

with straight glass and basalt fibres were prepared using fibres with same size (in both diameter and length) 

and same fibre content (in weight).  

Not straight fibres (for instance spiral) could be more effective in dissipating impact energy and in increasing 

tensile strength, especially under dynamic loading conditions at high strain rates [24]. Unfortunately, it is 

impossible to achieve not straight glass and basalt fibres with same shape, so that their performance 

comparison would be affected by their different shape. Hence, for this reason, in this study straight glass and 

basalt fibres with same diameter and length were chosen.       
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2. Experimental procedure   

2.1 Materials and specimen preparation 

Both types of specimen (reinforced with glass and basalt fibres) were prepared using Standard Portland 

cement (CEM I, 52.5 R as prescribed by EN 197-1 [25]) and standard sand, in accordance with EN 196-1 

[25]. From this cementitious mixture, a reference cement mortar without fibres (binder to aggregate ratio = 

0.5, water over cement ratio w/c = 0.5, cement content 635 kg/m
3
, sand content 1270 kg/m

3
) was first 

prepared. The fibre reinforced specimens were then prepared by adding a given fibre content (in weight) of 

glass and basalt fibres to the cementitious mixture. The water/cement ratio of 0.5 was kept constant for all 

the investigated compositions. 

To better compare the respective performance in reinforcing concrete under dynamic loading conditions, 

glass and basalt fibres with same size (12 mm in length and 14 μm in diameter) were chosen. For the same 

reason, both types of specimen were prepared with same fibre content (3% and 5% in weight).  Four 

different types of fibre reinforced mortar were hence obtained. Alkali-resistant glass fibres with high zirconia 

content were used. Mechanical and physical properties of both glass and basalt fibres are those provided by 

their manufacturer, and are reported in Table 1.  

After mixing, the cementitious mixtures were poured into the steel mould to manufacture prismatic 

specimens (40×40×160 mm
3
), whose surfaces were made plane and covered by means of a polyethylene 

film. Water evaporation during the first hours was thus avoided, and all the specimens were then cured at a 

temperature of 20°C and a relative humidity (RH) of 95% for 28 days before testing.  

Prismatic specimens (40×40×160 mm
3
) were used for static flexural and compression tests, while specimens 

for dynamic tests were obtained by coring cylindrical specimens (diameter d=20 mm, height L=20 mm) from 

the prismatic ones. Apparent density of specimens with 3 and 5% glass and basalt fibres was determined, 

and the same average value of, respectively, 2.155 and 2.156 g/cm
3
 was obtained. Apparent density, as 

expected, was practically unaffected by the slight difference of specific gravity between glass and basalt 

fibres (see Table 1).  

 

2.2 Experimental tests 

Flexural strength fr and compressive strength fc under static loading were first evaluated on both the 

reference mortar and on the samples reinforced with 3 and 5% of glass and basalt fibres. Four specimens for 
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each mortar type were prepared. Taking into account that fr is strictly correlated to the tensile stress of the 

fibre reinforced mortar and is however much lower than fc (even if fr resulted increased and fc decreased by 

fibre addition), fr was evaluated in accordance with EN 196-1 [26] by means of the three-point bending test 

(with fr� = 1.5PL� /� h
3
, P = applied force at mid-length of the prismatic specimen, L = distance between its 

end supports, h = side of its square section). The compressive strength fc was then evaluated carrying out 

the compression test on the two prism halves obtained from the bending test.   

Dynamic tests were performed by means of a Modified Hopkinson Bar (MHB) device (see Figure 1), placed 

in the DynaMat Laboratory of the University of Applied Sciences of Southern Switzerland (SUPSI), Lugano, 

Switzerland. 

 

Figure 1. The Modified Tensile Hopkinson Bar device used in this experimental research 

 

 

The MHB device consisted of two circular aluminium bars, called input and output bars, both 20 mm in 

diameter but with different lengths of 3 m and 6 m, respectively. The sample was glued between these bars 

using a bi-component epoxy resin. The input bar was connected to a high strength steel pretension bar (6 m 

in length and 12 mm in diameter), that was used as pulse generator. The way of performing the test and a 

deep description of the MHB device used in this research is widely reported in [27-28]. 

The Hopkinson bar device is considered as a profitable technique in order to characterise the material 

behaviour at high strain rate, as proofed by a large amount of papers published in this field [27-31].  

To this aim, an incident pulse εI propagates along the input bar without modifying its length and diameter. 

After reaching the specimen, a reflected pulse εR is hence generated by the specimen as a part of the 

incident pulse, whereas the other part, the transmitted pulse εT, passes through the specimen and 

propagates into the output bar.  

Thereafter, the stress, the strain and the strain-rate in the sample can be, respectively, derived from the 

following equations: 
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where, L is the specimen length, A0 is the cross-sectional area of output and input bars, A is the initial cross-

sectional area of the specimen gauge length portion, E0 is the elastic modulus of the bars, C0 = (E0/ρ) /2 is 

the bar elastic wave speed, ρ is the bar density and t is time. 

 

3.  Results  

The values of static flexural and compressive strength are summarised in Table 2. It shows that, under static 

conditions, flexural strength was significantly increased by the addition of glass fibres and even more by 

basalt fibres.  

The increase of tensile strength means that the bond developed between fibres and mortar was effective 

under static conditions, since otherwise no increase of tensile strength due to fibre addition would have been 

possible [32]. Compressive strength of the reference mortar was instead significantly higher than that of the 

samples reinforced with both glass and basalt fibres, meaning that the fibre reinforced samples behaved as if 

fibres were inclusions scattered throughout the mortar. This is frequent in fibre reinforced cementitious 

materials [33-34] because, unless the fibre content is very low (lower than about 1% [33]), the fibres in the 

mix are not as effective as aggregates (for same volume) to resist compressions. It is herein confirmed by 

the fact that the higher was the content of both glass and basalt fibres, the lower was the compressive 

strength of the mortar.  

Dynamic tests at high strain-rate were then carried out by means of the MHB device. The consequent stress-

rate ranged between 500 and 600 GPa/s. In order to achieve accurate stress-strain diagrams at high strain-

rate, stresses and displacements were detected at high frequency (1 Msample/s), thus allowing to calculate 

energy absorption and get the maximum stress with good precision. 

Through carrying out tensile tests at high strain-rate on both the reference mortar and on mortars reinforced 

with glass and basalt fibres, the influence of the addition of both types of fibre on energy absorption and 

tensile strength of samples subjected to high impact loading was investigated. 

Tables 3-7 report the experimental results for each test carried out on mortar samples reinforced with the two 

types of fibre, as well as on the reference mortar. In particular, the Stress-Rate is the slope of the stress flow 

evaluated as a function of time in the elastic regime, Max Tensile Stress is the highest value obtained for 
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each test, while Fracture strain, Fracture time and Displacement at fracture are the corresponding strain, 

time and displacement values respectively. Failure time is the time value when the stress goes back to zero 

after failure. Eventually, Total energy is the energy represented by the area under the stress-crack opening 

displacement curve.  

Figure 2 allows to compare the dynamic behaviour of the mortar reinforced with 3% and 5% of glass (Figure 

2a) and basalt (Figure 2b) fibres with that of the reference mortar.  

 
Figure 2. Stress in function of displacement for reference mortar, and glass (a) and basalt (b) reinforced mortars. 

 
 

The addition of both types of fibre, affected the post-peak behaviour under dynamic conditions, especially 

when glass fibres were used.  

It can be observed that the addition of 3% and even more of 5% of glass fibres (samples G3% and G5%) 

significantly improved the post- peak behaviour, with energy absorption at high strain rate much higher than 

in the reference mortar (Fig.2a). The improved post-peak behaviour under dynamic conditions is also 

highlighted by the much higher failure time of both G3 and G5 mortars (Tables 4 and 5) with respect to that 

of the reference mortar. The addition of 3% basalt fibres (samples B3%) slightly improved the post peak 

behaviour of the fibre reinforced mortar, giving it only slightly higher toughness with respect to the reference 

mortar. Nevertheless, both total energy and failure time were almost the same of the reference mortar (Table 

6). The addition of 5% of basalt fibres (samples B5%) was instead more effective in increasing energy 

absorption, thus giving the mortar slightly higher toughness (Table 7). Total energy of samples B5% was 

almost one third higher than that of samples B3%. Nevertheless, its total energy was shown to be about one 

fourth of that of samples G5%, and its failure time was only slightly increased with respect to that of the 

reference mortar.  

Compared to basalt fibres, glass fibres were hence more effective in increasing dynamic energy absorption 

at high strain rate (Fig.2b), considered by some authors [35] as mainly due to debonding between fibres and 

the cementitious matrix. Fibre debonding occurred in specimens reinforced with both types of fibre (see 

Figure 3) but, since fibres with same geometry were used (that is with same length, diameter and shape), 

and the mix of both types of fibre reinforced specimen was also the same (same aggregates, water and 

cement type, same cement content as well as same binder on aggregate ratio, same w/c ratio, same fibre 

content, same preparation procedure including curing), the higher energy absorption of specimens reinforced 

with glass fibres is likely due to the different chemico-physics properties of the surface of the two types of 
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fibres. 

Figure 4 shows the images obtained through Scanning Electron Microscopy (SEM, 2500x magnification) of 

both types of fibre debonded during a dynamic tensile test at high strain rate. It can be seen that debonding 

modified the fibre surface, that was shown to be much smoother in new fibres (before use) than how it was 

after debonding from the cementitious matrix (Compare Figures 4a and 4b with Figures 4c and 4d). 

Moreover, it can be seen that the surface of glass and basalt fibres after debonding was different. In fact, the 

surface of glass fibres resulted almost completely covered by a thin surface layer formed by the products of 

reaction between the outer alkali resistant glass of the fibre and the cementitious matrix, while the surface of 

basalt fibres resulted damaged and only partially covered by the products of reaction between the basalt 

fibre and the cementitious matrix. Therefore, under dynamic loading, debonding of glass fibres involved a 

thin layer of reaction products covering almost the whole fibre surface and protecting the intact inner part of 

the glass fibre.  

 

Conversely, only a part of basalt fibre was shown to be covered by the thin layer of reaction products, while a 

significant part of this thin surface layer resulted peeled after debonding. This means that impact loading was 

able to remove the outer thin layer of reaction products formed on the surface of the basalt fibre, because 

corrosion due to alkali attack altered both surface properties of the basalt fibre and its bond with the 

cementitious matrix. Debonding of damaged fibres was therefore shown to not dissipate energy, thus 

reducing energy absorption under dynamic loading of specimens reinforced with basalt fibres. 

Nevertheless, the influence of the chemico-physics properties of the surface of fibres made of different 

materials on bond with a cementitious matrix should be investigated in particular with a specific study.  

Figure 5 allows to easier compare the values (reported in Tables 3-7) of total energy of both types of 

reinforced mortar and of the reference one. It clearly shows that the addition of glass fibres significantly 

increased total energy under impact loading, that was instead almost unaffected by the addition of basalt 

fibres, even if the post-peak behaviour was influenced by their addition (see Fig.2b). Figure 5 also shows 

that the standard deviation values of the results of the tests on specimens reinforced with 3 and 5% glass 

Figure 3.   Images obtained through multifocal microscopy (magnification 200x) of the failure sections of samples 

reinforced with 3% basalt (a) and glass (b) fibres. Debonded fibres are well evident.  

 

Figure 4.   Images obtained through  Scanning Electron Microscopy (SEM, 2500x magnification) of new  basalt (a) and glass 

(b) fibres before being used, and of debonded basalt (c) and glass (d) fibres.  
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fibres is higher than those of specimens reinforced with same content of basalt fibres. Unfortunately this 

mainly depends on the fact that the number of tested specimens reinforced with both 3 and 5% glass fibres 

was only three (while for basalt fibres was four), because, for both sets of four specimens prepared with 3 

and 5% glass fibres, one specimen of each set was damaged while performing the test. Nevertheless, the 

better effectiveness of glass fibres in improving energy absorption under dynamic conditions at high strain 

rate is very well evident.  

 
Figure 5. Comparison of total energy for different fibre contents in both glass and basalt reinforced mortars.   

 

Figure 3 shows the images obtained through multifocal microscopy (magnification 200x) of the failure 

sections of samples reinforced with 3% of basalt and glass fibres, where both types of debonded fibres 

under dynamic conditions are well evident.   

No macroporosity was observed. As far as it regards microporosity, considered as sum of gel porosity and 

capillary porosity, only the latter can affect strength of the cementitious mortar depending on water/cement 

ratio and hydration of the cement paste [36], that for specimens reinforced with both types of fibres were 

however the same, because all were prepared with same water/cement ratio, and all were mixed and cured 

with the same procedure and for the same time. This fact, together with the fact that the apparent density of 

the different fibre reinforced mortars (all with fibres with same geometry) only slightly varied when changing 

the fibre content and not when changing the fibre type, should confirm that the higher dynamic energy 

absorption of specimens reinforced with glass fibres with respect to those reinforced with basalt fibres would 

depend on the different surface properties of the two types of fibres.    

Finally, a comparison of Tables 4, 5, 6 and 7 with Table 3 shows that contrary to static tensile strength, 

dynamic tensile strength was only slightly increased by fibre addition, because fibre debonding did not allow 

tensile strength to be significantly increased. 

Also, the Dynamic Increase Factor (DIF) was evaluated (Figure 6) as the ratio between the dynamic strength 

and the static strength of the material. For this aim, by using the same specimen geometry used for high 

strain-rate tensile tests, also direct static tension tests (0.5 MPa/s) were performed, according to UNI 6135 

[37]. Testing three specimens for each mortar RM, G3%, G5%, B3%, B5%, their tensile strength resulted, 

respectively, 5.11 ± 0.0 ,  5.23 ± 0.5 ,  5.24 ± 1.2 ,  6.10 ± 0.9 ,  5.97 ± 0.7 MPa. 

 

Figure 6. Dynamic Increase Factor vs. Stress-rate.  

 

For the reference mortar, DIF 2.30 was obtained, that is a typical expected value for this material. The lowest 
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fibre addition (3%) led to a DIF slight increase for only mortar G3% (2.44), while mortar B3% (2.29) was 

shown to have almost the same DIF value of the reference mortar. Fibre addition until 5% brought on DIF 

values of 2.29 and 2.14 for mortars G5% and B5%, respectively, thus lower than the DIF values of both G3% 

and B3% mortars. 

Hence, DIF was shown to be little affected by fibre addition, and to vary little with fibre content. It can be also 

noted a low DIF decrease with the fibre content increase of both glass and basalt fibres from 3% to 5%. This 

means that, under dynamic conditions, the increase of fibre content was ineffective to improve micro-crack 

bridging.  

Therefore, as seen before, comparison with plain mortars shows that the addition of fibres (especially of 

glass fibres), while improving energy absorption under dynamic loading, practically does not affect tensile 

strength.  

Compared to the other fibre-reinforced concrete, glass fibre-reinforced concrete is a highly competitive 

material in applications such as permanent formworks, pipes, refurbishment of buildings, sewer liners, tunnel 

cladding, façade panels. This is due to its excellent mechanical properties, fire resistance, easy moldability 

and high corrosion resistance. Also basalt fibre-reinforced concrete is in general suitable for these 

applications, but is instead much less used.  

By improving toughness, glass and basalt fibres can be suitably used in the above applications also to 

protect from impact (i.e. façade panels subjected to collisions). Moreover, in applications where impact and 

exceptional actions at high strain rate (like blasts and collisions) are possible to occur, a protective (often 

sacrificial) layer made of glass (or basalt) fibre-reinforced mortar can be provided in order to absorb a part of 

impact energy.  

 

4. Conclusions   . 
 

In this article the performance of basalt and glass fibres in reinforcing a cementitious mortar subjected to 

impact loading at high strain rate is compared. For this aim, same content of straight glass and basalt fibres 

with same size in diameter and length were used. and the fibre-reinforced specimens were tested by using a 

Modified Hopkinson Bar (MHB) device at high strain-rate (with a consequent stress rate of 500 - 600 GPa/s). 

From these dynamic tensile tests, the following conclusions have been gathered: 

- while static flexural strength of the mortar was significantly increased by the addition of both glass and 

basalt fibres, dynamic tensile strength resulted practically unincreased (only slightly) by the addition of both 

types of fibre  
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- the addition of both glass and basalt fibres to the cementitious mortar improved its post-peak behaviour 

under dynamic tension loading.  

- total energy resulted highly increased by the addition of 5% glass fibres (7.2 times the fracture energy of 

the reference mortar), but was significantly increased also by a fibre content of 3% (4.6 times that of the 

reference mortar).   

- even if the addition of 5% basalt fibres improved the post-peak behaviour of the mortar, fracture energy 

was only slightly increased (2.2 times the fracture energy of the reference mortar); the post-peak behaviour 

was improved also by the addition of 3% basalt fibres, but total energy resulted practically unchanged with 

respect to the reference mortar, owing to the higher maximum stress of the latter.   

- DIF of mortars reinforced with both glass and basalt fibres was practically the same as that of the reference 

mortar. 

Therefore, for straight fibres with same diameter and length, basalt fibre reinforcement was shown to be less 

performing than glass fibre reinforcement when used under dynamic conditions at high strain rate.  

This research is a first contribution to study the comparison of the dynamic behaviour of mortars reinforced 

with different mineral fibres. Further research is needed, in particular it would be interesting to investigate the  

effect of different fibre shapes and of the chemico-physics properties of the fibre surface on bond with the 

cementitious matrix.  
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Figure 1. The Modified Tensile Hopkinson Bar device used in this experimental research 
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Figure 2. Stress in function of displacement for reference mortar, and glass (a) and basalt (b) 
reinforced mortars. 
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Figure 3.   Images obtained through multifocal microscopy (magnification 200x) of the failure 
sections of samples reinforced with 3% basalt (a) and glass (b) fibres. Debonded fibres are well 
evident.  
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Figure 4.   Images obtained through  Scanning Electron Microscopy (SEM, 2500x magnification) of 
new  basalt (a) and glass (b) fibres before being used, and of debonded basalt (c) and glass (d) 
fibres. 
 

 

 

 

Figure 5. Comparison of total energy for different fibre contents in both glass and basalt reinforced 
mortars.   
 

 



22 

 

 

 

 
 
Figure 6. Dynamic Increase Factor vs. Stress rate. 

 




